
Preventing damage (to floating 
foils) caused by Rayleigh-Taylor 

instabilities
John O. Stoner, Jr., Robert B. Stoner, and Constance G. Stoner

ACF-Metals (The Arizona Carbon Foil Co., Inc.)

2239 E. KleindaleRoad

Tucson  AZ  85719-2440

INTDS-2018
Oct. 8-12, 2018



Aluminum foil production:

INTDS-2018
Oct. 8-12, 2018



FloatoffProcess:

INTDS-2018
Oct. 8-12, 2018



Float detail:

INTDS-2018



Rayleigh-Taylor instabilities

INTDS-2018



Convection production:

INTDS-2018
Oct. 8-12, 2018


